
















DU49 20.5 43.2 argillite pyrrhotite, molybdenite
DU55 0.4 0.8 skarn WO3, molybdenite
DU56 33.5 34.6 skarn WO3, molybdenite
DU58 66.6 72 granite molybdenite
DU63 61.1 66 skarn WO3, molybdenite
DU65 39 40 skarn WO3, molybdenite, pyrrhotite
DU69 29.8 31.5 skarn WO3, molybdenite
DU69 32 35 skarn WO3, molybdenite
DU71 24.2 28.7 skarn WO3, moly
J84 208 211 skarn molybdenite, WO3
J86 284 285 skarn WO3, molybdenite
J88 182 186 skarn WO3, molybdenite
J89 30.5 33 skarn molybdenite
J91 307.5 323 skarn molybdenite
J92 58.5 61 skarn molybdenite
J117 279.3 291 skarn pyrrhotite, WO3, molybdenite
J122 155 158 skarn molybdenite
J122 352.3 354 skarn WO3, molybdenite
J133 438 438.3 limestone molybdenite
J133 474 484 skarn molybdenite
J138 388 389 skarn molybdenite, WO3
J138 389 392 granite molybdenite, WO3
J144 207 214.5 skarn WO3, molybdenite, pyrrhotite
J144 237 253.2 limestone WO3, pyrrhotite, molybdenite
J158 463.5 468.5 skarn WO3, molybdenite
J160 503.3 504 skarn molybdenite, WO3
J160 536 540 limestone molybdenite
J161 471.5 484 skarn molybdenite
J162 393 399 skarn , argillite molybdenite
J166 440 441.5 skarn molybdenite
J167 484 486.5 skarn molybdenite
J174 525 544 skarn molybdenite, WO3
J178 656 668.3 limestone pyrite, zn ore, molybdenite
J188 130 132 skarn molybdenite
J227 83 90 skarn molybdenite
DP1 8.6 9.3 quartz vein molybdenite
DU213 110.5 112 skarn Moly, WO3
DU301 145.8 146.4 quartz wo3, molybdenite
DU301 173.9 177.9 garnetite garnet, molybdenite, wo3
DU301 177.9 180 garnetite garnet, molybdenite, wo3
DU301 184 189.9 skarn molybdenite
DU301 194.3 196 skarn molybdenite,wo3
DU305 28 38 Granite molybdenite
DU306 6.1 10 skarn WO3, molybdenite
DU306 11.4 12.4 skarn WO3, molybdenite
DU316 0 27 Granite pyrite, moly
DU316 27 52 Granite pyrite, moly
DU316 52 73.6 Granite pyrite, moly
DU318 3.7 28 Granite molybdenite
DU323 160.6 161.4 Granite WO3 , molybdenite


